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Domain imaging
Piezoresponse Force 

Microscopy

-10 -8 -6 -4 -2 0 2 4 6 8 10

-4

-2

0

2

4

6

 

 

Pi
ez

or
es

po
ns

e,
 a

.u
.

Tip bias, V

Active
Grain

Inactive
Grain

PFM spectroscopy 

20 40 60 80 100 120
0.0

0.5

1.0

P
ie

zo
re

sp
on

se
, R

/R
0

Temperature, °C

Electromechanical
Electrostatic

Experiment

Temperature dynamics
and phase transitions 

Domain imaging

Topography

500 nm

Vector PFM

Switching 
Spectroscopy Mapping

PFM
Work of

switching

Domain dynamics and 
evolution 

Domain writing



3

OAK RIDGE NATIONAL LABORATORY
U. S. DEPARTMENT OF ENERGY

Luigi Galvani

1771

Electromechanics and the Origins of Physics

• Can we image electromechanics on a cellular level?
• Can we image activity in voltage-controlled ion channel?
• Can we image electromechanics on a single molecule level?

Electromechanics in biology: outer hair cell stereocilia, ion channels, electromotors, etc…
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1771 1771: Galvani – discovery of electricity
1942: Wul - Ferroelectricity in BaTiO3
1957: Fukada – piezoelectricity in bones
1996: Gruverman - Piezoresponse Force Microscopy

Since 1955, it was shown that many biomaterials, including collagen and 
cellulose, are piezoelectric. This piezoelectric activity was postulated to be 
directly related to biochemical functionality. 

Bones: d24 = 2-10 pC/N (similar to quartz)
As we know, bones regenerate 

Bones remodel to respond to external stimuli (Wolff law):

Teeth: d24 = 0.2 pC/N 
And teeth don’t…

A number of approaches for bone 
treatments (osteoporosis, fracture) 
were suggested using periodic fields

Electromechanical Phenomena in Biosystems
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Piezoelectricity and Extinction of the Dinosaurs
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Piezoelectric collagen: triple helix 
Prolyne, hydroxyproline, glycine

Bones are non-uniform: Macroscopic 
piezoelectric measurements are not 
reproducible

On sub-micron level:
20-30 nanometer apatite lamellae
~15 nanometer collagen fibrils
The detailed structure is virtually 
unknown…

Piezoelectricity of Calcified Tissues
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Dentine and enamel are based on hydroxyapatite, but have different mechanical properties as they 
differ by the content of organic fibers. 
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Nanoelectromechanics of Human Tooth
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Dentin Dentin-Enamel Junction Enamel

500 nm 500 nm500 nm

Nanoelectromechanics of Human Tooth
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Hysteresis loops of a single protein fibril in tooth enamel

• Collagen is piezoelectric, but not ferroelectric. 
• Response is almost linear in bias, dlocal =0.5 - 2 pm/V

200 nm

Enamel Topo PFM Amplitude PFM Phase

Piezoelectric Spectroscopy of Calcified Tissues
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Double histogram of vertical and lateral PFM shows that there are two dominant fiber orientations

Microstructural model
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Correlation function analysis

( ) ( )ξxaxC −= exp ( ) ( ) ( )ξξ xxaxC cosexp −=

Dentin Cartilage

160 nm

Microstructure of Dentin Vs. Cartilage



Toward Single Molecule Imaging
VPFM amplitude VPFM phase

50 nm

LPFM amplitude LPFM phase

50 nm

2D Electromechanical Map

SPM opens a possibility to observe how proteins interact with hydroxyapatite crystals 
to form these tissues. We are moving to an exciting and completely unexplored area!

Surface Topography

50 nm
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( ) θθθδ 3
33

2
3115 coscossin dddz ++=

hEdz 333=δ Vz 80=δ

Experiment: measure the mechanical displacement in the applied electric field direction 
Fi

eld

Displacem
ent

Field

For tetragonal ferroelectric such as BaTiO3,  if the field is 
parallel to the c-axis, there is strong deformation of the 
crystal in the field direction 

or pm

If the field is 
perpendicular to the c-
axis, the deformation in 
the field direction is 
zero

In the general case:

θ

+

-

Field

c-axis

From known electromechanical response, we can determine crystal orientation!
- small displacements (10-100 pm)
- spatially localized (< 1 μm)

Principles of Orientational Imaging
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Molecular Orientation from PFM Data
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Scalar

Temperature,
Potential, etc.

Vector

Polarization
Magnetization
Pyroelectricity

2nd order tensor 4th order tensor

3d order tensor

Dielectric constant
Thermal conductivity

Elasticity, Kerr effect
Electrostriction

Piezoelectricity
Electrooptics, SHG

Electromechanical coupling 
coefficient can be measured by 
SPM with sub 10 nanometer 
resolution. Measurements are 
not sensitive to tip geometry, 
unlike elastic and dielectric
measurements 

Are There Alternatives?
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Vanessa Virginiensis wing

1 μm

500 nm

Artificial collagen film

500 nm

Canine femur cartilage
2 μm

Cross-sectioned deer antler

Nanoscale piezoelectricity is ubiquitous in biosystems, stemming from the 
combination of polar bonds and optical activity in biopolymers

Piezoelectricity in Biological Systems
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10 V pulse train

500 nm

Virus is destroyed

5 μm5 μm

Cellular imaging (mouse lung cell):

Topography Piezoresponse

Collaboration with A. Balandin (UCR)

More complex steps: tobacco mosaic virus and cells

Electromechanical coupling in 
viruses is presumably flexoelectric 

due to symmetry limitations

Electrical modification of TMV

Flexoelectricity in Tobacco Mosaic Virus?
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6 μm 0.4 μm

16 μm 2 μm

PFM of cells in ambient usually shows additional details of structure, 
beyond topographic contrast

Towards Cell Imaging
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6 μm

1 μm

PFM of cells in ambient usually shows additional details of structure, 
beyond topographic contrast

Yeast in Action
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PFM/topography 
overlay of an yeast cell
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• Does the nanometer scale bring new aspects to 
ferroelectric behavior and can we see it?

• Can the electromechanical response of a single 
molecule be probed?

• Can electromechanical response of  biosystems
be imaged in a physiological environment?

We need improved resolution and sensitivity for nanoferroelectrics, novel 
electromechanical phenomena, soft materials and biosystems

• Electrostatic tip-surface interactions 

• Formation of liquid necks at the tip-surface 
junction

• Large contact force – large contact area

Local Electrostatic Force

Local Piezoeffect

PFM Limitations: Contact Mode technique

Motivation: from Ambient to Liquid

20nm
50 nm
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Experimental Setup for Liquid PFM

• Liquids are not a natural environment for ferroelectric materials
• Conductivity can result in stray currents and potential drops
• Viscous and added mass damping of the cantilever motion 
• Formation of electric double layers and other surface effects such as hydrophobic 
interactions can complicate or preclude imaging
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• Sign and magnitude of the Van der Waals interactions can be controlled
• Precise control of tip-surface interactions due to the lack of capillary forces
• Higher dielectric constant of liquid minimizes electrostatic contributions to the signal (force is 
reduced for κ > 80, force is repulsive for κ < 80)
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5V 200kHz ambient

10V 790kHz water

Topography PFM Amplitude PFM Phase

Promising initial result:
Contrast associated with 
domains

First Attempts - PPLN
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10V 630kHz ambient

10V 1.8MHz water

Topography PFM Amplitude PFM Phase

Domain contrast and topographic cross-talk

First Attempts - BTO
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10 nm
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0
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Liquid PFM imaging of PZT shows high-quality contrast.

Interestingly, some of the domain walls in liquid demonstrate extremely small widths

Sample from C. Watson, Sandia National Laboratory 

PFM in Liquid - PZT
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Why does it 
work?
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3 nm for the amplitude signal and 0.2 nm for phase, as compared to ~30 nm and 3 nm, 
respectively, typically observed in ambient!

• The absence of long-range electrostatic forces due to screening by 
mobile ions in liquid
• The absence of capillary interactions. 

Resolution – Ambient vs. Liquid
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There is no capillary hysteresis in liquid. 
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• In air, hysteresis of ~100 nm is observed, corresponding to 30 nN of capillary forces.
• This corresponds to ~3 nm contact area even under optimal conditions. 
• The resolution is further reduced by liquid bridge formation. 

Force-Distance Curves
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A series of PFM amplitude (top) and phase (bottom) images obtained at different loading 
forces. 

The contrast disappears above the surface

In ambient – contrast remains (EFM & SKPM)
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Effect of Loading Force
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N = 1

N = 2

N = 3

Note that response at resonances is comparable 
to ambient. 
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Ambient vs. liquid
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PFM signal amplitude-frequency 
curves in ambient contact and non-
contact regimes and in liquid. 

Viscous damping and added mass effects 
on cantilever dynamics are reduced at 
high frequencies

Excited volume is reduced at higher modes 

Cantilever Dynamics
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Concentration dependence of PFM images in NaCl solutions. The images were taken in different 
locations on the sample. 
The signal disappears for high ionic strength of solution.

Effect of Salt Concentration
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Effect of Salt Concentration
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Both electrostatic and electromechanical interactions are present in ambient

Am
bi

en
t

Non-contact Contact

Tip

Surface

long range 
electrostatic 
force

is the ratio of ac tip potential to the ac surface potential of the ferroelectric in 
ambient (i.e., the potential drop in the tip-surface gap) 

( )haα

( ) nlconesphereaamb PRkFkFdhPR +++= 1133α

1k is the spring constant of the tip-surface junction 

Interactions in Ambient
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coupling in the 
double layer 

• Contribution from the conical part of the tip and cantilever are absent
• Response decays on distances on the order of the Debye length of the solution, and the electrostatic 
contribution is significantly minimized compared to ambient or vacuum  

Electrostatic contributions are minimized in liquid

Interactions in Liquid
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Schematic mechanism of electrostatic and electromechanical interactions in ambient and 
liquid environments and mechanism for PFM contrast enhancement.

long range 
electrostatic force

short range 
electrostatic 
force

Summary
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In top-electrode measurements, excitation is global and detection is local. Hence, 
• Measurements are robust and are insensitive to tip state
• Resolution is limited by film thickness (clamped) or electrode thickness (free)
• Nucleation proceeds at intrinsic nucleation sites and cannot be controlled

Strain Strain

In tip-electrode measurements, excitation is local and detection is local. Hence, 
• Measurements are very sensitive to tip state
• Resolution is limited by the tip radius of curvature/contact area
• Nucleation proceeds at the tip location and can be controlled

Global vs. Local Polarization Dynamics

??
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Bias dependence of domain size: Time dependence of domain size

10 ms   20       30

70       80       90

40      50        60

Switching in solutions?
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0.1 ms

1 μm

0.3 ms

1 μm

0.8 ms

2 μm

2 ms

2 μm

3 ms

3 μm

4 ms

3 μm

8 ms

6 μm

1 μm

0.08 ms

1 μm

• Local switching is possible only in non-polar solvents.

• Imaging is possible even in polar solvents

• Localized switching (isopropanol) results in fractal clusters

• We cannot concentrate dc field!

Localized Switching in Liquids
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• Uniform switching in liquid allows mapping of switching centers
• Long range interactions are important 
• Disorder is frozen

Positively poled Positively poled Positively poled-6 V -7 V -8 V

Non-Local Switching in Liquids
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Switching mechanism

Pulse bias and length
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Polarity Control of Switching Mechanism



39

20nm
0.51{1/nm}

200nm

Imaging Membranes with Metallized Tips

Tapping mode imageTapping mode image
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Liquid PFM of Protein Membrane

Imaging of the purple membrane, bacteriorhodopsin, with an ac-field in buffer solution 
reveals possible polarity induced contrast between extracellular and cytoplasmic regions.

Image by B. Rodriguez, I. Image by B. Rodriguez, I. RevenkoRevenko, and S. , and S. HolbauchHolbauch
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Development of Shielded Probes
Electromechanical imaging in liquids requires insulated and shielded probes

Development by P.D. Rack, ORNL/UT
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Probe Characterization: Dynamics and Conductivity

Stiffness increases. Conductance is non-ohmic.
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8 μm

Ambient

Water

Probe Characterization: Dynamics and Conductivity

Tip allow PFM contrast both in ambient and in liquid environments.
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Tips can be repaired.

Probe Modification and Repair



45

Load

Strain

Bias

PotentialIn air
In liquid

Distance

El
ec

tro
st

at
ic 

fo
rc

e, 
a.u

.

Mechanical 
driving

Electrical 
driving

Contact Non-contact

Piezoelectric 
response

Effective stiffness

Distance

Pr
op

er
ty

, a
.u

.
1st contact 
resonance
2nd free 
resonance

Intermittent Contact Mode PFM?

Intermittent contact PFM would be perfect for high resolution imaging. However, electrostatic 
forces are long range and are expected to dominate signal. ..
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12 μm

6 μm

6 μm

First Results: PPLN

Contact PFM

IC-PFM in Air

IC-PFM in Liquid
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2 μm

First Results: Dentin

Contact PFM

PFM in Liquid

IC-PFM in Liquid
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• In the decade since invention, PFM has become a primary tool for imaging, spectroscopy, and 
modification of ferroelectric materials on the nanoscale.

• PFM is applicable for high resolution imaging of ultrastructure of connective and calcified tissues 
utilizing piezoelectricity of collagen and proteins

• PFM in liquids opens pathways to many interesting and unusual phenomena, including 
electromechanics of biological systems 

• Kelvin Probe and Electrostatic Force Miscopies can be implemented in Liquid

Summary


